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"TITLE 12-190-89 15:47:39 D89-31983.4 J.
"CLIENT BROHM MINING CORP.

"PROJECT R89~-598 #SAMPLES:
"SPECIAL VALUES"

" IS Insufficient Sample"

" ~9 No Value Recorded"

" Values above the upper limit are
" Values below the lower limit are
"DETERMINATIONS"

! ELNAME METHO ECO UNI #SAM LOLMT UPLIMT

shown as
shown as

"1 Au Fa OPT 8 2.002 99.999
"SAMPLE PREPS"

" 49 SAMPLE TYPE=D DRILL CORE

" 41 P17= 8 Assay Prep
"REMARKS"

" 50 Final results are reported.

% e o % 1t

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A2))"

HBEGIN 1 "Type” HFraCH HSample ID“ n
"19830001" "D" "2" "R89-598-0-5 !
wi19830002" "D* “2% YRB9-598~5-10 "
"198300063" "D" "2" "R89~-598~10-15 "
"19830005" "D" "2" "R89-598-15-20 !
"19830006" "D" "2" "R89-598-20-25 "
H19830007“ ”DH H2” NR89_598_25_30 "
"19830008" "D" "2" "RB89-598~-30-35 "
"i9830009" "D" "2" "R89-598-35-40 "

llENDH

BARRON

8 REFERENCE:

o6/10/89"
0-40 "
+uplimt"
~lolmt (ie not detected)"
COMMENTS"

Results Reported "

Au“
.036 —
0.019
0.012
0.010
0.007
0.003
0.002
©.003

o-5 & DT8



"TITLE 19-10~89 09:10:24 D89~31985.4 J. BARRON 11/10/89"
"CLIENT BROHM MINING CORP. "

"PROJECT R89~598 #SAMPLES 6@ REFERENCE: 40~340

"SPECIAL VALUES"

" IS Insufficient Sample"

" ~-8 No Value Recorded"

" VYalues above the upper limit are shown as +uplimt"

" Values below the lower limit are shown as ~lolmt (ie not detected)"
"DETERMINATIONS" ’

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" 81 Au FA oPT 60 0.002 99.999 Results Reported "
"SAMPLE PREPS"

" 49 SAMPLE TYPE=D DRILL CORE "

" 41 Pl7= 60 Assay Prep "

" 42 P64=1190 Excessive Wetness "

" 43 P23= 1 Sample Pickup "

"REMARKS"

" 5@ Final results are reported. "
XA NN M

"FORMAT (AB8,1X,A1,A1,1X,A20,1(1X,A7,A2))"

"BEGIN " "Type" "Frac'" "Sample ID" " Aut
“19850001" "D" "2" "RB9~-598-40-45 " 2.0064
"19850002" "D" "2" "RB9I-598-45~-50 " 0.003
"i9850003" "D "2" "RB89-598-50-55 " 0.002
"19850004" "D" "2" Y"R8BY9-598-55-60 " ~0.002
119859005" "D" "2" "R8Y-598-60-65 " -0.002
“19850007" "D" "2" "RB89-598~-65-70 . " -0.002
"“19850008" "D" "2" "R89-598-70~75 " ~0.002
"i19850009" "D "“2" "RB89~-598~75-80 " ®.005
“"i9850010" "D" "2" "RB89Y-598-80-85 " -0.002
"i985@011" "D* "2" "RB9~-598-85~90 " 0.202
"i1985p012" "p" "2" "RBY~598-90-95 " 8.049 - 1
"19850013" "D" "2" "RB9-598-95-100 " 2.100 ﬁ() 100 teo Q@ '07(/
“19850014" “D" "2" "RB9-598-100-105 " B.007
"l1985@018" "D'' "2" "RBY-105-105-110 " ®.204
"1985@016" "p" "2" "RB9-598-110~115 " ~3.002
"l1985@017" "D" "2 "R89-598-115-120 " 0.007
“"i19850018" "D "2" "RB9Y-588-120-125 " ~-0.002
119850019 "D" "2" "RBY~-598~125-130 " 0.203
“i19850020" “D" "2" "RB89-598-130-135 " ~0.002
19859021 "p" "2" "RBY~598~135~140 " 0.002
“1985@022" "D" "2" "RB9~-598-140-145 " @.006
‘‘19850023" "D" "2" "RB9-598-145-150 B 0.002
"19850024" "D" "2" "R89~-598-150-155 S ~-9.002
"1985@@25" "D" "2" "RB89~598-155-160 " 0.012
"l19850026" "D" "2" "RB9-598-160-165 " 6.006
"1985e0027" D" "2" "R89~598~165-170 " 2.204
"le850028" "D" "2" "RB89-598-170-175 " 0.005
"19850029" "D'" "2'" "R89~-598~175~180 " 0.004
"i198500630" "D" "2" "R89-598-180-185 " 2.003
“19850032" "pD" "2" "R8Y~598~185~190 " @.003
"19850033" "D" "2" "R89-598-190-195 " ~-9.002
"19850034" "D" "2" "R89~598~195-200 " 2.2064
"19859035" "p" "2" "RB9~-598-200~-205 " 2.002
"1985@036" "p" "2" "RB9I-598~-205~-210 " ®.006
"i19850037" "D" "2" "R89-598-210-215 " 2.015
"i1985ee38" "p" "2" “"RB9Y~-598-215-220 " 0.005
"19859039" "D 2" "R§9-~-598-220~225 " .002
"19850040" "D" "2V "RBI~598~225~230 " 0.004
"1985@041" "D" "2" "RB9-598-230~235 " 0.002

"19850042" "D" "2" "RB9~-598-~235-240 " -0.002



19850043
"19850044"
"19850045"
"19850046"
19850047 "
"19850048"
"19850049"
"1985005Q"
"19850051"
"198509052"
"19850053"
"19850054"
"19850055"
"19850057"
"19850058"
"19850859"
"19850060"
"19850061"
"19850062"
"19850063"
IIENDH

IIDH

lIDlI
IIDII
|IDII
IIDIl
IIDII
IIDII
IIDII
IIDII
HDII
IIDII
“DII
||DI|
IIDII
IIDII
HDH
IIDII
IIDII
IIDII
IIDH

02”
Il2ll
II2H
Il2’|
|12ll
II2H
IIZII
I12||
Il2||
IIZII
Il2||
“2“
|I2N
Il2|l
II2II
||2||
II2||
II2II
II2H
I|2!I

"RB9-598-240-245
"R89~-598-245~-250
"RB8B9-~598~-250~255
"RB89~598~-265~260
"RB9~-598-260-265
"R89~-598~265~270
"R88~-598~270~275
"RB89~-598~-275~-280
"RB9~-598-280-285
"RB89~598-285~290
"RB9~598~-290~295
"R89~598-295~-300
"RB89-598~3008~-305
"R89~598~-306~-310
"R89~-598-310~315
"R89-~-598-315~320
"R89-~-598~320~325
"RB9-~-598~325~330
"R89~-598~-330~335
"R89-~5698-335~340

-0.202
0.024
0.004
0.002
0.004
0.005
0.004
0.203
0.008
0.004

-0.002
0.003
B.012
9.065"
©.133~
0.026~
0.024 -
0.021~
0.016 "
®.053~

308~ 3CC
o' @ 04O



"TITLE 23-190~89 10:43:59 D89~31986.4
"CLIENT BROHM MINIMNG CORP.

"PROJECT R89~598
"SPECIAL VALUES™Y
“ IS Insufficient Sample"
" -9 No Value Recorded"

" Values above the upper limit are shown as
“ Values below the lower limit are shown as

"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT

" 91 Au

Fa

"SAMPLE PREPS"

" 49 SAMPLE TYPE=D

“ 41 Pl7=
" 42 P23=
"REMARKS"

59
1

#SAMPLES:

OPT

DRILL CORE
fssay Prep

Sample Pickup

59 REFERENCE:

59 0.002 99.999

BARRON

11/10/88"
340-640
+uplimt”
~lolmt (ie not detected)"
COMMENTS"

Results Reported W

" 50 R89-598-620~625 was not received with the
" 81 sample shipment.
" B2 Final results are reported.

———————

11 % % % & U

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,AL))"

"BEGIN "
"19860001"
"19860002"
"i19860003"
"19860004"
"19860005"
"19860006"
"19860008"
"19860009"
"19860010"
"19860011"
"19860012"
"19860013"
"19860014"
"19860015"
"19860016"
"19860017"
"i19860018"
"19860019"
"19860020"
"19860021"
"19860022"
"19860023"
"19860024"
"19860025"
"19860026"
"19860027"
"198606028"
"198606629"
"19860030"
"19860031"
"19860033"
"19860034"
"19860035"
"19860036"
"19860037"
119860038
"19860039"
"19860040"
"19860041"

TN ViRl

ll"rypell

|IDII
HDII
IIDII
IIDII
IIDH
IIDII
IIDH
IIDII
IIDH
||DII
IIDII
IIDII
||DII
HDII
IIDII
IIDH
|IDH
IIDH
IIDH
IIDH
IIDII
IIDII
I|D||
IIDII
IIDII
|IDII
llDlI
IIDII
IIDH
IIDII
IIDII
IIDII
|IDII
lIDII
HDII
IIDII
IIDII
lIDlI
IIDII

TR X

"Frac"

|l2|’
ll2||
l|2ll
II2II
II2II
IIZII
ll2ll
II2”
II2II
II2II
II2II
II2H
l|2|l
lI2II
IIZII
ll2||
||2Il
I12II
II2H
Il2|l
I|2II
II2II
I12||
IIZII
||2ll
II2II
||2II
“2”
II2II
II2I|
||2|I
II2||
II2H
Il2“
II2II
II2H
II2II
lI2II
|12II

H"

"Sample ID"

"RB9-598~340-345
"RB9-598-345-350
"RBY-598-350-355
"RBY~598-355-360
"RBYI~598-360-365
"RB9-598~3665-370
"RB9~598-370-375
"RBY-598-375-380
"RB9-598-380-385
"RBG~598~385~390
"RB9-598-390-395
"RB9~598-395-400
"R89~-598-400-405
"RBY-598-405-410
"RB9~598-410-415
"RBI-598-415-420
"RB9Y-598-420-425
"RBY-598-425~430

"RB9-598-430~435

"RB9~-598-436-~440_

"R89~-598-440~-445
"R8S~-598~445~45¢
"R89~-598-450-4565

"RB89~598~455~-460~

"R89~-598~-460-465
"RB9~-598~-465-470_
"R89~-598~-470-475
"R89~-598~475~48¢

"R89~-598~-480~-485 -

"RB9-5698~485-49Q-
"R89-598-490-495

"RB89-598~-495~6500—

"R89-~-598~-500-505
"RBY-598~-505~510"
"RB9~598~510~515
"RB89~-598~515~-520~
"R89-~598~520~-525
"R89~-598-525~630
"R89~598-530~-535

NPAO OO0 _CRAE AT

Aull \

0.046
0.020
0.018
0.029
0.023 |

®.012
@.012
®.0928
@.011
@.9015
@.018
®.017
2.010
2.019

305-365

fo'@ 037

0.026 — 5@ 026

9.0218
0.014
0‘0‘1:—-2:-—
0.027
%.040
2.035
9.031
@.379
9.457
®.151
®.369
0.024
0.028
2.017
@.173
®.048
®.037
0.839
@.237
2.039
.016
®.813
2.118
@.027

A ADR



"19860043"
"19860044"
"19860045"
"19860046"
"19860047"
"19860048"
"19860049"
"19860050"
"19860051"
1198600852
"19860053"
"19860054"
"18860055"
"19860056"
"19860058"
"19860059"
"19860060"
"19860061"
"i9860062"
IIENDII

IIDII
HDII
IIDII
IIDII
IIDH
IIDH
IIDII
IIDH
||D||
IIDII
IIDII
IIDH
IIDH
IIDII
llDll
IIDII
IIDII
IIDII
IIDII

IIE'I
l|2||
II2H
II2I|
"2”
IIZII
II2H
II2II
|I2H
II2II
IIZII
ll2||
“2“
II2H
IIZII
Il2|l
H2ll
II2II
|12l|

"RBY~598~-540~545
"REY~B598~545-550
"RBY~-598-550-555
"RBY~598~555~560 ~
"RB9~598-560-565
"RBY~598~-565~57 0~
"RB9-598-~570~575
"RBY~598~575-580~
"R8B9-598-580~585
"RB9-598-5865~590
"R89-598~590~595
"R89Y-598~595-600 —
"RB9~598~600-605
"RBY~598-605-610—
"RB9-598~-610~615
"RB9~598-615~620<
"RBY-598-625~630
"RBY-598-630~635
"RBY~598~635-640

0.010
0.117
0.027
0.950
0.027
.066
.021
.011
.015
.082
.051
.030
0.018
.180
0.856
D.037
.208
0.062
0.037

S8

VU



"TITLE 30~-12-89 16:48:43 D89-31991.
“CLIENT BROHM MINING CORP.

"PROJECT R89~-598
"SPECIAL VALUES"
*“ IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are
" Values below the lower limit are

#SAMPLES:

4 J.

57 REFERENCE:

shown as
shown as

"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT
81 Au Fa OPT 57 9.002 99.999
" 92 Au Fa OPT 5 9.002 99.999
" 83 Au FA OPT 3 0.002 99.999
"SAMPLE PREPS"

" 48 SAMPLE TYPE=D DRILL CORE

41 Pl1l7=
" 42 P64=
" 43 P23=
"REMARKS"

57

891

1

Assay Prep

Excessive Wetness

Sample Pic

" 58 Final results are reported.
“ 51 More than one Au assay result is reported for "
" 52 some samples (erratic results noted).

1o % K 1l

kup

"FORMAT (A8,1X,A1,A1,1X,A20,3(1X,A7,A1))"

"BEGIN "
"19910001"
"19910003"
"19910004"
“"19910005"
"19910@06"
19910007
"19910008"
"19%10009"
"19910010"
"19%10011"
"19919012"
"19910013"
"119910614"
"19916815"
"19%810016"
199160017
"199160818"
"19918618"
"19%18020"
"19910021"
"18910022"
"19910023"
"19910024"
"19910025"
"19910026"
t19910028"
"19910029"
"19910030"
"19910031"
"19%10032"
"19910033"
"19910034"
119910035
"19910036"
"19918037"
"“19910038"

IITypell

IIDII
|IDII
||Dll
IIDII
lIDH
IIDII
|IDH
IIDII
IIDH
lIDll
IIDII
IIDII
IIDH
IIDII
IIDII
IIDII
IIDH
IIDII
HDII
IIDII
|ID||
HDII
IIDII
IIDII
IIDI(
IIDII
IIDH
IIDII
IIDII
IIDII
IIDH
I|DII
IIDH
IIDII
IIDH
IIDH

"Frac" "Sample ID"
"2" "RBY~598-640~-645
2" "RB9~-598~-645~-650
"2" "RB89-598-650-655
"2 "RB9-598-655-660
"2'" "RBY-~598-668~665
2" "R89~598~-665-670
"2" "RBY-598-670-675
2" "RB89-598~675~689
"2" "RB89~-598-680-685
"2" '"RB9-~598~685~690
2" "RB9-598-690~695
"2" V"RB9-598-695-700
"2" "RB9~598-700~705
"2" "RB9~-598-705~-718
2" "RB9Y-598~710~715
"2 "RBY~-598-715~720
"2'" "R88~-598~720~725
nz2n "R89-598-725~730
"2'" YRBY-598~730~-735
2" "R89~598~-735-740
"2Y YRB89Y~-598~-740-745
" "R89~598~745-750
2" "RB89~598-~-750~755
"zZ" "R89~598~755~760
"' "RB9-~598~760-765
"2y "R89-598-765-770
"2" "RB9-598~770~775
"2" "R89-598-775-780
"2 "R89~598~-780-785
"' "R89~598~785-790
2" "RB9~-598~790-795
"2" "RBY-598-795~-800
"t2" "RB89-~598-~-800-805
"2" "RB9~-598~805-810
2" "RB9~-598-810~-815
"2t "RB9Y~59B8~815-820

"

BARRON

640-925

+uplimtg"
~lolmt

COMMENTS"

Results Reported
Results Reported
Results Reported

Aull " Aull
0.043 -9
0.064 -9
2.069 -9
0.326 -9
0.109 -9
2.062 -9
0.030 -9
0.034 ~9
0.019 -9
0.041 -9
0.028 -9
0.119 9.008
0.054 -9
0.033 -9
0.020 -9
0.017 -9
0.031 -9
0.086 -9
0.087 -9
0.046 ~9
0.029 -9
0.047 -9
0.073 -9

~0.002 0.046
0.020 -9
0.008 -9
0.022 -9
0.013 -9
0.015 -9
0.025 -9
0.089 0.056
0.018 0.225
0.083 0.046
0.047 -9
0.045 -9
0.003 -9

1i1/10/89"

(ie not detected)"



M N WL/ B B
"18910040"
"19910041"
"19910042"
"19810043"
"18910044"
19910045 "
"19910046"
19210047
"19910048"
"19910049"
119910050 "
"19910@51"
"18910053"
"19910054"
"19910056"
"199100856"
19910057
“19810058"
19810059
"19910060"
I|ENDH

”U"

IIDII
IIDII
IIDII
IlDIl
IIDII
IIDII
IIDH
IIDII
IIDII
IIDll
IIDII
IIDH
IIDII
||DI|
IIDH
IIDII
IIDII
IIDII
|IDI|
|ID|I

IIZII

II2I|
Il2ll
Il2l|
||2||
I|2||
I|2II
II2II
I|2|I
II2|I
DIZH
II2II
ll2|l
II2II
ilzll
II2I|
||2II
||2l|
|,2II
I|2ll
|I2II

TREY~-DF0~04¥~0L0
"R89-598~-825~830
"RB9~598-830~835
"R89~-598~-835~840
"RB9~-598-840~-845
"RB9~-598~-845-869
"R89~598~-850~855
"R89~598-855~-860
"RB9~-598~-860~865
"R89~598~-865~-870
"RB9~-598~-870~875
"RB9~-598~-875~880
"R89~598~-880~885
"R89~-598-885~890
"RB9~598-890~885
"RB9~-598~-895~900
"RB9~598-900-905
"RB9~598-905~-910
"R88~-598-910~-915
"RB9~-598-9156~-920
"R89~598-920-~925

¢.013
®.030
0.023
0.2021
6.2813
®.096
0.030
0.810
®.815
@.936
®.021
@.005
©.004
0.028
®.018
©.127
92.018
@.918
0.050
®.934
®.154

-3

-9
-9

-3
-9
-9
-9
-9
-9
-9

-9
-9

-9
-9
-9

-9

-
-9
-9
-9

-9
-9
-9
-9
-9
-9
-9

-9
-9

-9
-9
-9

-9



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

—

-
-

Geochemical
Lab Report
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-31991.4 ( COMPLETE )

| | REFERENCE INFO: 640-925

CLIENT: BROHM MINING CORP.
PROJECT: R89-598

SUBMITTED RY: J. BARRON
DATE PRINTED: 30-0CT-89

NUMBER OF LOWER

ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 57 0.002 OPT Fire Assay
2 fu Gold 5 0.002 OPT Fire fssay
3 Au Gold 3 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
I DRILTCORE 57 Z__-150 57 fAssay Prep 57
Excessive Wetness 891
Sample Pickup 1

REMARKS: Final results are reported.

_HR._JTH BARKON

More than one Au assay result is reported for
some samples (erratic results noted).

REPORT COPIES TO: WR. JIM BARRON INVOICE TO: MR. JIM BARRON




Bondar-Clegg, Inc. .
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Rep()l't

(303) 9891404

! BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

ED: 30-0CT-89
REPORT: D83-31991.4 | PROJECT: R89-5%8 PAGE 1

SANPLE ELEMENT Au Au Au SAMPLE ELEMENT fu fu Au
NUMBER UNITS 0PT oPT opT NUMBER UNITS oPT opPT 0PT
D2 RB9-598-640-645 0.043 D2 RA9-598-840-845 0.013
D2 RA89-598-645-630 0.064 D2 RB9-598-845-850 0.0%
D2 R89-598-650-655 0.069 D2 RB9-598-850-855 0.030
D2 RA9-598-635-660 0.326 D2 R89-598-855-860 0.010
D2 R89-598-660-665 0.109 D2 RA9-598-860-865 0.015
D2 R89-598-665-670 0.062 D2 R89-538-865-870 0.036
D2 RB9-598-670-675 0.030 D2 RB9-598-870-875 0.021
D2 RA9-598-675-680 0.034 D2 RB9-598-875-880 0.005
D2 R89-598-680-685 0.019 . D2 R89-538-880-885 0.004
D2 R89-598-685-690 0.041 D2 R83-598-885-830 0.028
D2 R89-598-690-695 0.028 D2 RB9-598-890-895 0.018
D2 R89-598-695-700 0.119  0.008  0.036 D2 R89-598-895-900 0.127
D2 R89-398-700-705 0.054 D2 R89-598-900-903 0.018
D2 R89-598-703-710 0.033 D2 R89-598-905-910 0.018
D2 RB89-598-710-715 0.020 D2 R89-598-910-915 0.050
D2 R89-598-715-720 0.017 D2 R89-598-915-920 0.034
D2 R89-598-720-723 0.031 D2 R89-598-920-925 0.154
D2 R89-598-725-730 0.086

D2 R89-598-730-733 0.087

D2 R89-598-735-740 0.046

D2 R89-598-740-745 0.029

D2 R89-598-745-730 0.047

D2 R89-598-750-755 0.073

D2 R89-598-755-760 0.002  0.046  0.190

D2 R89-598-760-763 0.020

D2 R89-598-765-770 0.008

D2 R89-598-770-775 0.022

D2 R83-598-775-780 0.013

D2 RB9-598-780-785 0.015

D2 R89-598-785-790 0.023

D2 R89-598-790-795 0.089  0.056

D2 R89-598-795-800 0.018  0.225  0.0%

D2 R89-598-800-805 0.083  0.046

D2 R89-598-805-810 0.047

D2 RB9-598-810-815 0.045

D2 R89-598-815-820 0.003

D2 R89-598-820-825 0.019

D2 RA9-598-825-830 0.030

D2 R89-598-830-835 0.023

D2 RB9-598-835-840 0.021




Bonidar-Ciég®} Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: DA9-31983.4 ( COMPLETE )

|

[47 REFERENCE INFD: 0-40

CLIENT: BROHM MINING CORP.
PROJECT: R83-598

SUBMITTED BY: J. BARRON
DATE PRINTED: 12-DCT-89

ORDER ELEMENT

1 fAu Gold

NUMBER OF LOWER
ANALYSES  DETECTION LIMIT EXTRACTION METHOD
8 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 8 2 -150 8 fssay Prep 8
REMARES: Final results are veporied

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARROM




Bondar-Clégg; Inc. .
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 9891404

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DATE PRINTED: 12-0CT-89

REPORT: D89-31983.4 ] l PROJECT: R89-398 PAGE 1
SRMPLE ELEMENT Au
NUMBER UNITS oPT
D2 R89-598-0-5 0.036
D2 R89-598-5-10 0.019
D2 R89-598-10-15 0.012
D2 R89-398-15-20 0.010
D2 R89-598-20-25 0.007
D2 R89-598-23-30 0.003
D2 R89-398-30-35 0.002

D2 RB9-598-35-40 0.003




Bondar-Cleg, Inc. :
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 98504

o BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
L REPORT: DA83-31985.4 ( COMPLETE ) | REFERENCE INFO: 40-340
CLIENT: EROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: RA89-598 DATE PRINTED: 19-0CT-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTIOM LIMIT EXTRACTION METHOD
1 A Gold &0 0.002 OPT Fire Assay
SAMPLE TYPES NUMEER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE &0 2 -1350 &0 fAssay Prep &0
Excessive Wetness 1190
Sample Pickup 1
REMARKS: Final results are reported.
REPORT COPIES TO: MR. JIM BARRON INVOICE T0: MR. JIM BARRON

ror. 11
“IR- ji” Bﬁﬁnuw




Bondar-Clegg, Inc. .
12980 West Cedar Dr. : Geochemical
Lakewood, Colorado 80228 Lab Rep()l't
(303) 98

LN BONDAR-CLEGG :

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES —
DATE PRINTED: 19-0CT-8%

REPORT: D89-31985.4 | PROJECT: RB9-5%8 7o PAGE 1
SANPLE ELEMENT  Au SANPLE ELENENT  Au
NUNBER UNITS  OPT NUMBER UNITS  OPT
D2 R89-598-40-45 0.004 D2 R89-598-240-245 (0.002
D2 R89-598-45-50 0.003 D2 RA9-598-245-250 0.004
D2 R89-598-50-55 0.002 D2 R89-598-250-255 0.004
D2 R89-598-55-60 (0.002 D2 R49-598-255-260 0.002
D2 R89-598-60-65 0. 002 D2 R89-598-260-265 0.004
D2 R89-598-65-70 (0.002 D2 R89-590-265-270 0.005
D2 R89-598-70-75 (0.002 D2 R89-598-270-275 0.004
D2 R89-598-75-80 0.005 D2 R89-598-275-280 0.003
D2 R89-598-80-85 (0,002 D2 R89-598-280-285 0.008
D2 R89-598-85-90 0.002 D2 R83-598-285-290 0.004
D2 R89-598-90-95 0.049 D2 R89-598-290-295 (0,002
D2 R89-598-95-100 0.100 D2 RA9-598-295-300 0.003
D2 R89-538-100-105 0.007 D2 R89-598-300-305 0.012
D2 R89-105-105-110 0.004 D2 R89-598-303-310 0.065
D2 R89-598-110-115 0,002 D2 R89-598-310-315 0.133
D2 R83-598-115-120 0.007 D2 R89-598-315-320 0.026
D2 R89-598-120-125 (0. 002 D2 R89-598-320-325 0.024
D2 R89-598-125-130 0.003 D2 R89-598-325-330 0.021
D2 R89-598-130-135 (0,002 D2 RB9-598-330-335 0.016
D2 R89-598-135-140 0.002 D2 RA9-598-335-340 0.053
D2 R89-598-140-145 0,006

D2 R89-598-145-150 0.002

D2 R89-598-150-155 (0.002

D2 RA9-598-155-160 0.012

D2 R89-598-160-165 0.006

D2 RB3-598-165-170 0.004

D2 R89-538-170-175 0.005

D2 R89-598-175-180 0.004

D2 R89-596-180-185 0.003

D2 R89-538-185-190 0.003

D2 R89-598-190-195 (0,002

D2 R89-598-135-200 0.004

D2 R89-598-200-205 0.002

D2 R83-598-205-210 0.006

D2 RB9-598-210-215 0.015

D2 R89-598-215-220 0.005

D2 RB9-598-220-225 0.002

D2 R89-598-225-230 0.004

D2 R89-598-230-235 0.002

D2 R89-598-235-240 (0. 002
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Bondar-Clegg, Inc.

12980 West Cedar Dr.

I .avewaod, Colorado 80228
~T303) 9891404

B

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical
Lab Report

L__¥ REPORT: D89-31986.4 ( COMPLETE )

[ REFERENCE INFO: 340-640

CLIENT: BROHM MINING CORP.
PROJECT: R89-598

SUBMITTED BY: J. BARRON
DATE PRINTED: 23-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 39 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 39 2 -150 39 Assay Prep 39
Sample Pickup 1

REMARKS: R83-598-620-625 was not received with the
sample shipment.

Final results are reported.

REPORT COPIES TO: MR. JIM ERRRON INVOICE TO: MR. JIM BARRON

MR. JIN BARRON




Bondar-Clegg, Inc. ;
12980 West Cedar Dr. Geochemical
%akiypgg,(kﬂonuk)SOZZB 4 . ; N ;l4§lll l‘lfl)()rt
~(303) 989-1404 « \1 T S 15

B : 4\ - .. . \

i — \

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES, B \ { ¢ ‘;
| §DATEORINTED: 23-0CT-9 L 1411
REPORT: DA3-31986. 4 st R S VU pape) )|
- —
SAMPLE ELEMENT fAu SAHPLE EL T
NUMBER UNITS  OPT NUMBER A4S MHONS
AY L
D2 R89-598-340-345 0.046 D2 R&3-59 y
D2 R83-598-345-350 0.020 D2 R83-598-545-530 0.117
D2 RB9-598-350-355 0.018 D2 R89-598-550-553 0.027
D2 R89-598-355-360 0.029 D2 R89-398-555-560 0.050
D2 RBI-598-360-365 0.023 D RB9I-598-560-565 0.027
D2 R89-598-365-370 0.012 D2 RB9-598-565-570 0.066
D2 R&9-398-370-375 0.012 D2 RB9-598-570-575 0.021
D2 RB3-598-375-380 0.008 D2 RB3-538-575-580 0.011
D2 R89-598-380-385 0.011 D2 RA89-598-580-585 0.015
D2 R89-598-385-3%0 0.015 D2 RB3-598-585-590 0.082
D2 R83-598-390~395 0.018 D2 R8I-598-590-595 0.051
D2 R89-598-395-400 0.017 b2 R89-398-595-600 0.030
D2 R83-598-400-405 0.010 D2 R&9-598-600-605 0.018
D2 R89-598-405-410 0.019 D2 RA9-598-605-610 0.180
D2 R&9-598-410-415 0.026 D2 R&9-598-610-615 0.056
D2 RB9-598-415-420 0.018 D2 R89-598-615-620 0.037
D¢ RB9-598-420-425 0.014 D2 R89-598-625-630 0.208
D2 RB3-598-425-430 0.012 D2 R89-598-630-£35 0.062
D2 R89-598-430-435 0.027 D2 R89-598-635-640 0.037
D2 R89-598-435-440 0,040
D2 R89-598-440-445 0,035
D2 RB9-598-445-450 0.031
D2 R8F-598-450-455 0.379
D2 RA9-598-455-460 0.437
D2 R89-598-460-463 0.151
D2 R83-598-465-470 0.369
D2 RB9-598-470-475 0.024
D2 RBI-598-475-480 0.028
D2 R89-598-480-485 0.017
D2 R83-598-485-450 0.173
D2 R89-598-490-495 0.048
D2 R83-598-495-500 0.037
D2 R83-598-500-505 0.039
D2 R89-598-505-510 0.237
b2 R89-598-510-515 0.039
D2 R83-598-515-520 0.016
D2 R89-598-520-525 0.013
D2 R83-398-525-530 0.118
D2 R89-598-530-535 0.027

D2 R83-398-535-540 0.023
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Bc ~ SUBMITTAL FORM  LAB. REPORT NO. /75

BONDAR-CLEGG

130 Pemberton Ave. 1A-625 Spice Island Dr. 243 Catlin St. cl/o Lerch Brothers 6631 Wes Way
North Vancouver, B.C. Sparks, Nevada 89431 Missoula, Montana 59801 4th Ave. W. at Grant St. Anchorage, Ak. 99518
V7P 2R5 (702) 359-9330 (406) 721-4452 Hibbing, Minn. 55746 (907) 561-0909
or (218) 262-5003
P.O. Box 8059
Blaine, WA. 98230 12980 West Cedar Dr. 37 Sherman St. 136 Industrial Road
Lakewood, Colorado 80228 Deadwood, S.D. 57732 Whitehorse, Yukon Territory
Phone (604) 985-0681 (303) 989-1404 (605) 578-1903 Y1A 2V1
or (702) 331-1813 (403) 667-6523

Fax (604) 985-1071
Telex 04-352667

Please analyze by Assay (% ore grade) Geochemical (ppm, trace level) [

Comments

Type of Samples Szlr?w'pcl)és Sam;zlszrl\il:sr;]bers Elements to be Analyzed Remarks
y g ) Ve DR = O Al _A
: ../ x S X '/," (5D 57 ) N et N
B g);; §
: ' A W ¢ “~r Prepaid [J
Total No. Samples Date Shipped E - CoI:)ect 0
No. Parcels in Shipment Date Rec’'d at Bondar-Clegg

PLEASE CHECK . BELOW

REJECTS PULPS

(COARSE OVERSIZE) Free storage until year end and then discarded unless

Free storage for 60 days and then discarded unless Lt

marked below. i diatel O
Return immediately @ Retuny collect imme y
Il ren |
Return collect after 60 days O PRy SL ot ted
Store to January at a cost of $10/box
Results and Invoices To Be Sent To
(You will then be contacted) (approx. 1 cu. ft) -
-= 7 O Results
. A A% () N LTV F O Invoice
Samples submitted by v AN T (for payment)
Shipment number U Results
[ Invoice
(copy)
Client project number
[J Results
O Invoice
Purchase order number (copy)
Printed in Canada White - Send with Samples Yellow - Client Copy




BONDAR-CLEGG

130 Pemberton Ave.

North Vancouver, B.C.

V7P 2R5

or

P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

243 Catlin St.

Missoula, Montana 59801

(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

AANUYS 4

LAB. REPORT NO.D3 1 - 51995,

cl/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

Assay (% ore grade) )&;J

(403) 667-6523

Geochemical (ppm, trace level) [J

Type of Samples Sg‘r?{p?és Samr(:lseerf\il:sTbers Elements to be Analyzed Remarks
Y (e (2, Al el W A —
GY)- >
235 340
@, . N/5 /A (7 Prepaid [
Total No. Samples (. Date Shipped (O [ D Colrect O

No. Parcels in Shipment

Date Rec’d at Bondar-Clegg

PLEASE CHECK .~ BELOW

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless
marked below.
Return immediately
Return collect after 60 days
Store to January at a cost of $10/box

(You will then be contacted) (approx. 1 cu. ft.)

A/ y ,;i'%, }/‘ ,r//,/ /( /
Samples submitted by Ny VNN orv

PULPS

Free storage until year end and then discarded unless
marked below.

= Return collect immediately O
O Return collect at year end O
® Results and Invoices To Be Sent To
L 2 4 J Results
KO { O Invoice

Shipment number

(for payment)

[J Results

Client project number

[0 Invoice
(copy)

Purchase order number

[J Results

[J Invoice
(copy)

Printed in Canada

White - Send with Samples

Yellow - Client Copy |



BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

or

P.O. Box 8059

Blaine, WA. 98230

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228
Phone (604) 985-0681 (303) 989-1404
or (702) 331-1813

Fax (604) 985-1071

Telex 04-352667

Please analyze by

SUBMITTAL FORM

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood,
(605) 578-1903

Assay (% ore grade) RT

J F»:’/ 7 5 ./ 'lj L.",
/ L 7

LAB. REPORT NO. L2

clo Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

S.D. 57732

Geochemical (ppm, trace level) (J

Comments

Type of Samples Sgr%p?és Sam;()geerr\iléjsr;\bers Elements to be Analyzed Remarks
4
N o 7 / Jo /1{/’ é:,/i’: 7 /
5 SR 78 T o0 b b e Vs /78
) / - / g
T 3YS
S R )
a0~ I/
/ )
1) 15 /ST Prepaid [J
Total No. Samples Date Shipped A VAYD, ‘g/ Colrect =

No. Parcels in Shipment

Date Rec’d at Bondar-Clegg

PLEASE CHECK .~ BELOW

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless
marked below.
Return immediately

Return collect after 60 days O
Store to January at a cost of $10/box
(approx. 1 cu. ft.) O

(You will then be contacted)

)/‘ / V_, /
\ /' 02241 /
Samples submitted by . AL ’I}A AP ALY

Shipment number

Client project number

Purchase order number

PULPS

Free storage until year end and then discarded unless
marked below.

Return collect immediately =
Return collect at year end O
Results and Invoices To Be Sent To
/ gy - [J Results
7T /L ,/
w4 AL J Invoice

(for payment)

Results

Invoice

(copy)

Results

Invoice

(copy)

Printed in Canada

White - Send with Samples Yellow - Client Copy

~—



B

BONDAR-CLEGG

130 Pemberton Ave.

North Vancouver, B.C.

V7P 2R5

or

P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

Assay (% ore grade) ;Zj

cl/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

LAB. REPORT NO.U21 -9 /.9

-

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

Geochemical (ppm, trace level) [J

No. of Sample Numbers
Type of Samples Samples F()Series) Elements to be Analyzed Remarks
1 ) p—e ,";/-/—7 //[ ) / /
AL UMD i L RRY -F ‘:i{ A A
! /\ /C
LSO - C4S
() /o -
QR0-Y §
— ~ V' -
) N/ /2 -
o - ) il » /X Prepaid [
Total No. Samples L Date Shipped (,/l//& ) . Collpect =

No. Parcels in Shipment

REJECTS
(COARSE OVERSIZE)

Date Rec’d at Bondar-Clegg

PLEASE CHECK . BELOW

Free storage for 60 days and then discarded unless

marked below.

Return immediately

Return collect after 60 days

Store to January at a cost of $10/box

(You will then be contacted)

) 5aP/N
wiliis ,7/“'7/‘\/\ /v

Samples submitted by

(approx. 1 cu. ft.)

PULPS

Free storage until year end and then discarded unless
marked below.

- Return collect immediately O
O Return collect at year end (]
0O Results and Invoices To Be Sent To
‘ O Results
X /\(/ ,L// 7 O Invoice

Shipment number

(for payment)

Results

Client project number

Invoice

(copy)

Purchase order number

Results

Invoice
(copy)

Printed in Canada

White - Send with Samples

Yellow - Client Copy
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, ‘golorado 80228
(303) 9891404

Geochemical
Lab Report

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-31993.4 ( COMPLETE )

| REFERENCE INFO: 0-130

CLIENT: BROHM MINING CORP,
PROJECT: RA3-601

SUBMITTED RY: J. BARRON
DATE PRINTED: 19-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 fu Gold 26 0.002 OPY Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 26 2 -150 26 Assay Prep 26

Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM EARRON




Bondar-Clegg, Inc. .
el s Geochemical
Lakewood, golorado 80228 Lab Report
(303) 989-{404
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
" DATE PRINTED: 19-0CT-89

REPORT: D89-31993.4 PROJECT: RA9-601 PAGE 1

SANPLE ELEMENT Au T\

NUMBER UNITS  0PT {

D2 RAI-601-0-5 0.002 1 0T oV

D2 RA3-601-5-10 (0.002

D2 R89-601-10-15 (0,002

D2 RAI-601-15-20 0.004

D2 R89-601-20-25 {0,002

D2 R&9-601-25-30 (0.002

D2 R89-601-30-35 (0,002

D2 RA3-601-35-40 0.003

D2 R89-601-40-45 (0.002

D2 RA9-601-45-50 (0.002

D2 R89-601-50-55 10,002

D2 RA9-601-55-60 (0,002

D2 R89-601-60-65 (0,002

D2 R&9-601-65-70 (0.002

D2 R89-601-70-75 (0,002

D2 R89-601-75-80 (0.002

D2 RB9-£01-80-85 {0,002

D2 RA9-601-85-90 (0. 002

D2 R89-601-90-95 {0,002

D2 R89-601-95-100 {0,002

D2 R89-601-100-105 (0.002

D2 R89-601-105-110 (0,002

D2 R89-601-110-115 (0,002

D2 RA3-601-115-120 (0.002

D2 R89-601-120-125 (0,002

D2 RA9-601-125-130 0.003
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Bondar-Clegg, Inc. :

12980 West Cedar Dr. Geochemical

JLakewoi, Colorado 80228 Lab Report
(303) 989-1404

BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
REPORT: DA9-31994.4 ( COMPLETE ) [AAAVREFEREHCE INFO: 130-465
CLIENT: BROHM MINIMG CORP. SUBMITTED BY: J. BARRON
PROJECT: R&3-601 DATE PRINTED: 25-0CT-89
NUMRER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold &7 0.002 0PT Fire Assay
2 A Gold 1 0.002 0PT Fire fssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE &7 2 -150 &7 fAssay Prep 67
Excessive Wetness 1847
Sample Pickup 1

REMARKS: Final results are reported.

Two separate Au results are reported for one

sample terratic results moted).

REPORT COPIES TO: MR. JIM BARRON INVOICE T0: MR. JIM BARRON
MR. JIM BARRON
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
JLakewo®, Colorado 80228
(303) 9891404

REPORT: DB9-31994.4

SAMPLE ELEMENT Au Au SAMPLE

NUMBER UNITS oPT 0Pt NUMBER .Mm L
| |

D2 R89-601-130-135 (0.002 D2 RBI-£01 S 39007ty o

D2 R89-601-135-140 0.003 D2 R89-£01-335-340 {0,002

D2 RB9-601-140-145 (0. 002 D2 R89-601-340-343 (0. 002

D2 R89-601-145-150 (0.002 D2 R89-601-345-350 {0.002

D2 R89-601-150-155 (0. 002 D2 R89-601-350-355 €0.002

D2 R89-601-155-160 {0.002 D2 R89-601-355-360 {0.002

D2 R89-601-160-165 (0.002 D2 R89-601-360-365 (0. 002

D2 R89-601-165-170 {0.002 D2 R89-601-365-370 {0.002

D2 RB9-601-170-175 €0.002 D2 R89-601-370-375 (0.002

D2 R83-601-175-180 (0.002 D2 R89-601-375-380 0.015 0.072 Y= 044

D2 RB9I-601-180-1835 (0.002 D2 R89-601-380-385 {0.002

D2 RBI-601-185-190 {0.002 D2 RA9-601-385-390 0.002

D2 R89-601-190-195 {0.002 D2 R89-601-390-395 0.003

D2 R89-601-195-200 (0.002 D2 R89-601-395-400 {0.002

D2 R89-601-200-205 (0. 002 D2 R89-601-400-405 (0. 002

D2 RB9-601-205-210 (0.002 D2 R89-601-405-410 {0.002

D2 RB9-£01-210-215 (0.002 D2 RB9I-601-410-413 ¢0.002

D2 R89-601-215-220 (0.002 D2 R89-601-415-420 0.002

D2 R89-601-220-225 (0. 002 D2 R89-601-420-425 {0.002

D2 RA9-601-225-230 (0.002 D2 R83-601-425-430 {0.002

D2 RB9-601-230-235 0.003 D2 R89-601-430-435 0.002

D2 R89-601-235-240 (0.002 D2 R89-601-435-440 {0.002

D2 R89-601-240-245 (0. 002 D2 RB9-601-440-445 0.002

D2 RB9-601-245-250 (0.002 D2 RB9-601-445-450 0.002

D2 R89-601-250-255 €0.002 D2 R89-601-450-455 0.004

D2 R89-601-255-260 (0.002 D2 R83-601-455-460 (0.002

D2 RB9I-601-260-265 (0.002 D2 R89-601-460-465 (0. 002

D2 RA9-601-265-270 (0.002

D2 R89-601-270-275 {0.002

D2 R83-601-275-280 {0,002

D2 RBI-601-280-285 {0.002

D2 R89-601-285-290 {0.002

D2 R89-601-290-295 {0.002

D2 R89-601-295-300 0.006

D2 R89-601-300-305 0.002

D2 R89-601-305-310 {0.002

D2 R89-601-310-315 {0.002

D2 R89-601-315-320 {0.002

D2 R89-601-320-325 (0.002

D2 R89-601-325-330 (0.002




0cT 30189

EGEIVE

o |

i




"TITLE 19-10-89 08:54:54 D89~-31993.4 J. BARRON ®9/10/89"
"CLIENT BROHM MINING CORP. "

"PROJECT R89-601 #SAMPLES: 26 REFERENCE: ©-130

"SPECIAL VALUES"

" IS Insufficient Sample"

" ~9 No Value Recorded"

" Values above the upper limit are shown as +uplimt"

" Values below the lower limit are shown as -~lolmt (ie not detected)"
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SaAM LOLMT UPLIMT COMMENTS"

" @1 Au Fay OPT 26 ©.002 99.999 Results Reported "
"SAMPLE PREPS"

" 40 SAMPLE TYPE=D DRILL CORE "

" 41 P17= 26 Assay Prep "

" 42 P23= 1 Sample Pickup "

"REMARKS"

" B0 Final results are reported. "

Howe % % 3% 10

“FORMAT (A8,1X,A1,RA1,1X,A20,1(1X,A7,A2))"

"BEGIN " "Type" "Frac" "Sample ID" " Au"
"1993@001" "D" "2" "RB9~-601~0-5 " ®.002
"19930002" "D" "2" "RB9~-601~5-10 " -0.082
"19930003" "D" "2" "R89-601-10-15 " -9.002
"19930005" "D'" “2" "RB9-601~15-20 " @.004
*“19930006" "D "2" "RB89-601-20-25 " -9.002
"19930007" "D" "2" "R89-601-25-30 B -0.002
"19930008" "D" "2" "R89~-601-30~35 " -9.002
“1993@609" "D" "2" "R89-601-35-40 " ®.003
"19930010" "D" "2" "R89-601-40-45 " ~-0.802
"1993@011" "D "2" "RB9~6061-45-50 " -9.0082
"19930012" "D" "2" "R89-601-50-55 " ~9.002
"1993@@13" "p"* "2" "RB9-601-55-60 " -0.002
"19930014" "D" "2" "R89-601~-60-65 " -9.002
"19939015" "p" "2" "R89~601-65~70 " -0.002
"19930016" "D" "2" "RB9-601-70-~75 B -9.202
"19930027" "D'" "2" "“R89~601-75-8@ " -@.002
"199369818" "D" "2" "R89-601-80-85 " -0.002
"19939019" "D" 2" "RB9~601-85-90 " ~0.602
"199300820" "D" "2" "RB9-601-90-95 " -@.002
"19930021" "p" "2" "RB9-601-95-100 ! -0.002
"1993p022" “pD" "2" "RB89-~-601-100~-105 " -9.002
"19930023" "pD'" "2" "RB89-601-~105-110 " ~0.902
"19930024" "D" "2" "R89-601-110~115 " -0.002
"19939025" "p' v2" "RB89Y-661-115-120 " ~0.002
"19930026" "D" "2'" "RB9~601-120-125 " -3.002
"19930027" "p" "2" "R89Y-~601-125-130 " ®.2003

HEND"



"TITLE 25-10~-89 12:07:52 D89~31994.4 J. BARRON 12/10/89"
"CLIENT BROHM MINING CORP. "

"PROJECT R89-601 #SAMPLES : 67 REFERENCE: 130-465
"SPECIAL VALUES"

" IS Insufficient Sample”

" ~8 No Value Recorded"

" Values above the upper limit are shown as +uplimt”

" Values below the lower limit are shown as ~lolmt (ie not detected)"
"DETERMINATIONS" '
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" @1 Au Fa OPT 67 8.002 99.999 Results Reported "
" 82 Au Fa oPT 1 0.002 99.999 Results Reported "
"SAMPLE PREPS"

" 4@ SAMPLE TYPE=D DRILL CORE "

" 41 Pl7= B7 Assay Prep "

" 42 P64=1847 Excessive Wetness "

" 43 P23= 1 Sample Pickup "

"REMARKS"

" 5@(Finél results are reported.
" 51 Two separate Au results are reported for one
" 52 sample (erratic results noted).

% % & % I

"FORMAT (A8,1X,A1,A1,1X,A20,2(1X,A7,A42))"

IIBEGIN " IlTypell IIFr.aCH llSample IDII 1t Aull 11} AUH
"1994@001" "D" "2" "R8S~-601-130~135 ! -0.002 -9
"1994@0062" "D" "2" "RBI9~-601~135-140 " ®.003 -9
“19940003" "D" "2" "RB89~-601-140-~-145 " -0.002 -9
"1994@004" "D" 2" '"R89-601-1456~150 " ~0.002 -9
"l19949006" "pD" "2" "RE9-601-158-155 " ~0.002 -9
"1994@007" "D" "2" "RBY9-601~155-160 " -9.002 -9
"1894@008" "D" "2" "RE9-601-160~-165 " -0.0082 -9
"19940009" "D" "2" "RB9~601-165~170 " -0.002 -9
*1994@e1e" "p" "2" "RB9-601-170-175 " -0.002 -9
"1994@e11" "p" "2" "R89-601-175-180 " ~9.002 -9
“19%49012" "D" "2'" "RB9-601-180-185 " -0.002 -9
"1994@013" "p" 2" "RB9-601-185~190 " ~-9.002 -3
"19949014" "D" "2'" "RB89-601-190~-195 ! -9.002 —9
"19940015" "D" "2" "R8Y~-601-196~200 " -0.002 -9
"1994¢016" "D" "2" "RB9~601-200~-205 ! ~0.002 -9
"19940017" "D "2" "RB9~-601~-205~-210 " -0.002 -9
*1994@018" "D" "2" "R89-601-218-215 " ~-9.002 -9
"19%4p019" "pv "2" "RBYS~-601-215~220 " ~8.002 -9
"1894@020" "D" "2" "RB9-601-220~225 " ~-0.002 -9
"199400621" "D" "2" '"RB9-601-225-230 " -9.002 -9
"1994@022" "D "2" YR89-601~-230-235 " 0.003 -9
"19940023" "D" "2" "RB89-601-235-240 " ~-@.002 -8
"19949024" "D" "2" "RB89-601-240~-245 " -0.002 -9
"19940@025" "pD" "2" "RB9~601-2465-~250 ! -0.002 -9
"*19949026" "D" "2" "RBI9~-601~250-255 " ~-0.002 -9
"19940027" "D" "2" "RB9-601-255-260 " ~-0.002 -9
“19%40e28" "pD" "2" "RB9I-601-260-265 a -0.002 -9
"19940029" “D" "2" "RB9~-601~265~270 " ~0.002 -9
"19949931" "D" "2" "R89-601~-270-275 " ~0.002 -9
"19940032" "D" "2" "RB89~-601-2765~-280 " ~-9.002 -9
"19940633" "bD" "2" "RB9~-601-280~-285 " -0.002 -9
"19940634" "D" "2" "RB9-601-~-285~-290 " -0.002 -9
"19940035" "D" “2" "R89-~-601~290~295 " -9.002 -9
"19949036" "D" "2" "RB9-601-~285~-300 " 0.006 -9
"1994@637" "D" "2" "RB9-601-300-~-305 " ®.002 -9
"19%40038" “Dp" "2 '"RB89-601-305-310 " ~0.002 -9

"19%40039" "D" "2" '"R89-601-310~315 " -9.002 -9



oSV ARY
"19940041"
"19940042"
"19940043"
"19940044"
"18940045"
119940046"
"19940047"
'19940648"
"19940049"
"19940050"
"18940051"
"19940052"
"119940053"
"19940654"
"19940056"
"18394@9a57"
"19%40058"
"19940059"
"19940060"
"i1994p061"
"19940062"
"19948063"
"19940064"
"19940065"
"19940066"
19940067 "
"18940068"
"19940069"
"i18%4@070"
IIENDII

R B
IIDH
IIDII
IIDII
IIDII
HDII
IIDH
IIDII
IIDH
I|Dll
IIDII
IIDlI
IIDII
lIDII
IIDII
IIDII
IIDII
IIDII
I|DII
IIDII
IID“
IIDlI
IIDII
IIDH
IIDII
IlDII
IIDII
IIDH
IIDII
IIDII

||2H
II2II
II2II
II2II
II2'I
lI2II
Il2ll
Il2|l
lI2II
II2II
||2H
II2II
II2H
ll2l|
ll2||
II2II
Il2|l
ll2||
I|2H
|I2Il
II2|I
II2I|
II2|I
II2I|
II2II
||2|l
ll2ll
I|2|I
II2I|

TROI~DYWILm~2LO~3aV
"R89~-601~-320~-325
"RB9-601-326~-330
"R89~-601-330~335
"RB89-601~-335~340
"RB9~-681~340-~-345
"RB9~-6@1~345~-350
"RB9-601~-350~355
"R89~-601~3556~360
"R89~601~-360~365
"R89~-601-365~370
"R89-601~370~375
"RB9~601~375~380
"RBO9~601~-380~-385
"RB9~601~385~3960
"RB9-601~3906~395
"RB89-601~395~400
"R88~601~-400-405
"RB9~-681~-405~410
"RB89~-601-410-~415
"RB9~-601~4156~420
"RBO9~601-420~425
"RB9-601-425~430
"R89-601-430~435
"RB9~601~-435~440
"R89~-601~440~445
"RBI9~-601~-445~450
"R89~-601~450~455
"RB89~-601-455~460
"RB89-681~460-465

—~W L. WYa
~-0.002
-0.002
~-2.002
~0.002
-0.002
-0.002
~-0.002
-0.002
-0.002
-0.002
-0.002

.015
-0.002

2.0602

®.003
-0.002
~0.002
-9.002
-0.002

.002
-0.002
-0.002

0.002
-0.002

@.002

®.002

.004
-0.002
~-0.002

— 375-280 (O .04y
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B
BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

or
P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by -

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

Assay (% ore grade) K}

~ 7

™NQY 2100
LAB. REPORT NO.LD I O 177K

clo Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

Geochemical (ppm, trace level) (]

Comments

No. of Sample Numbers
Type of Samples Samples (Series) Flements to be Analyzed Remarks
I D) ,-‘\NI \ /‘P.»]/ % 7e30) / A ,‘ p
L ko #‘,;,1/{.- X2 K23 - 00 | .”'\i‘\,k
U B
P45 Il o B

2.7 IN S ST

< L L) Tl S P i ]
Total No. Samples AN Date Shipped 7 & &/ <’5 Vs C:)eilpeacl? E

No. Parcels in Shipment

Date Rec’d at Bondar-Clegg

PLEASE CHECK .- BELOW

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless
marked below.
Return immediately ]

]

Return collect after 60 days
Store to January at a cost of $10/box

(You will then be contacted) (@pprox. 1 cu. ft.) -

oo / ; 1K : ’7,/'. A '
Samples submitted by ot LAK K/ >

PULPS

Free storage until year end and then discarded unless
marked below.

Return collect immediately a

Return collect at year end )

Results and Invoices To Be Sent To

[J Results

f;

Y fard
cls AT L//// / [J Invoice

Shipment number

(for payment)

[J Results

Client project number

[J Invoice

(copy)

Purchase order number

[J Results

[J Invoice

(copy)

Printed in Canada

White - Send with Samples Yellow - Client Copy
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B
BONDAR-CLEGG

130 Pemberton Ave.

North Vancouver, B.C.

V7P 2R5

or

P.O. Box 8059
Blaine, WA. 98230

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.

/u/ ’.d

LAB. REPORT NO B3$7-3/

cl/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

136 Industrial Road

Lakewood, Colorado 80228

Deadwood, S.D. 57732

Whitehorse, Yukon Territory

Phone (604) 985-0681
or  (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

Comments

(303) 989-1404

(605) 578-1903

Assay (% ore grade) gﬁ

Y1A 2V1
(403) 667-6523

Geochemical (ppm, trace level) [J

Type of Samples

No. of
Samples

Sample Numbers
(Series)

Elements to be Analyzed

Remarks

X777 4
/ / / )
V)P &

0O

i 5" \)(f

0o/ *7, s

34-

Total No. Samples

No. Parcels in Shipment

Date Shipped

Date Rec’d at Bondar-Clegg

4 / u’/‘/' 1
: / (/)//Qy 5‘.‘/ /

PLEASE CHECK . BELOW

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless
marked below.
Return immediately

Return collect after 60 days

Store to January at a cost of $10/box

(You will then be contacted) (approx. 1 cu. ft)

7 .

/??/’/\/

Samples submitted by

PULPS

Prepaid [
Collect [

Free storage until year end and then discarded unless

marked below.

- Return collect immediately O
— Return collect at year end O
O Results and Invoices To Be Sent To
oy o/ [0 Results
/< e /L// )
c/ O Invoice

Shipment number

Client project number

Purchase order number

Printed in Canada

White - Send with Samples

(for payment)

[0 Results

[ Invoice
(copy)

[J Results

[ Invoice
(copy)

Yellow - Client Copy
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Contractor l/ﬁL/Ué

Coordinates 44835.LaN 28281 |4E Project /{;(ﬁﬂ/\/?/'ro/\/ - Hole No.7p??_ &0 L[/! \é‘/'/e“ 65/)
Oritt Type 10/4"/ Casing Depth State d WA sheet_L ot 4
Hole Size Bearing._ nclination — ‘700 Date Started /0‘/6 /gq ono.nyé/y/ E;A/ %//L//Omc,/c:o
Collar Elev. 5333.8 Fins! Depth o557 Date Completed /Q/?//Z‘?’ Hole Survayaed Y/Uo
. GRAPHIC LOGS | oo | ____GEOLOGIC NOTES
% S|ALTERATION: i o 3 3 ‘g‘[ 5 _| & 1 DESCRIPTION MINERALIZATION
é : } § % s - E : .E E ROCK TYPE MINEAALOGY, ALTEAATION, TRUTYRAE, URIBISULION Lxrs A33AY
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Logged by:

DRAL CUTTING LOG

““_\ - Contractor Coordinates Project . Hole No. %5’9»407
,'( Dritl Type Casing Depth State Shoe!.g_ﬂ__g;
Hota Size Bearing Inclination Date Started Property
Collar Elev. Final Deoth Date Completed Hole Burveyed
. GRAPHIC LOGS oeanion GEOLOGIC NOTES
‘g—;;AuenAnon'.:::,-;; 1% ;W §1§ §§ R DESCRIPTION MINERALIZATION
z"' 1 °©3 3 - E: :.; ¢ |ROCK TYPE HNERALOGY, ALTEAATION, TEXTURES, m‘ﬂm“.“““ Lxeg
" ; g LI § j GAAM 8124, FRAGMENY 8128 Vaiatis, Replacament
r Yo li175-130 PE L
L 1 i1
L 1
| L |
L1 198-204
N L |
I ‘ | . ; = .
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Contractor

Coordinatea Project . Hole No. K87-624
Drit! Type Casing Depth State Sheet > o'i
Hole Size Bearing Inclination Date Started Property
Collar Elev. Final Deoth Date Completed Hole Surveyed
. GRAPHIC LOGS D canon, GEOLOGIC NOTES
23 Aueanuon-_:{;;;d 2 g 5 \ § § v3 .l @ DESCRIPTION MINERALIZATION
23 § ;’ 3 - .2 : § E ROCK TYPE MIERALOSBY, ALTERATION, TIXTURES, ‘%n. oiates Lxpd ASSAY
ey g 33 § - a | amam oizd, PRaQuanY size Veintin, Roplasament Ao | Ao
4170 |1 )gs0-355 e -
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Logged bY:

DRAL CUTTING LOQ

Contractor Coordinates Project ~— Hole No._ H85-639
Oritt Type Casing Depth State sheet_< ot v
Hole Size Boaring inclination Dato Started Property
Collar Elev. Finel Depth Date Completed Hole Surveyed
} GRAPHIC LOGS T o GEOLOGIC NOTES
% Z|ALTERATIONY g o g J%\a vl @ DESCRIPTION MINERALIZATION
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| L £ Y/7011k2s 3 Fe - | ] -
| I l 1
— ; - ‘
I l ‘ o5~ i N . , . \
JAERIARARANNANN 1% ol 7 Fn_ ESO—S70 ToAch e w09/l Nh~&70) /76 pery Lo
WU | ] ' A Voramed “icom. dunide
UL T % \ 1 N 77 '
AT A 1 ' |
W] 1 o /011\570-57‘5 He B0 o< TS Sl s I{
! l o
Ll |
1 1l | \ Ir
| i \ L
RN . \ s ]
T !
U B |
R | \ |
i L | [ kzo42z l
I I \ l |
R \ \ L
UL \ | l
R
JVLIATARRRARARARARRRARAL Al l
AL | \ |
i LY vl | Hnle TP & =687
LA
AR ATAR AR 7%
T — ——
| ﬂ
AT | bgsedl




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Pad

-

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32300.4 ( COMPLETE )

REFERENCE INFO: 0-320

CLIENT: BROHM WIMING CORP.
PROJECT: R89-604

SUBMITTED EY: J. BARRON
DATE PRINTED: 27-0CT-89

NUMBER OF LOWER

ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
1 Au Gold b4 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 64 2 -150 (2] fAssay Prep b4
Excessive Wetness 1220
Sample Pickup i

REMARKS: Final results are reported.

INVOICE TO: MR. JIW EARRON

REPORT COPIES TO: MR. JIM EBARRON

AR, JIM HARKU




Bondar-Clegg, Inc. G ical
12980 West Cedar Dr. ll‘:
Lakewood, Colorado 80228 - Lab Report
(303) 989-1404

e BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

-

DATE PRINTED: 27-OCT-p3 |
[7 REPORT: DBI-32300.4 PROJECT: R89-604 ( PAGE 1

SAMPLE ELEMENT Au SAMPLE ‘ ELEHEL_. A ,
NUMBER UNITS OPT NUMBER 178 0PT |
o f;é}

D2 R89-604-0-5 {0.002 b2 RB?'GNM_ {0, 002
D2 R83-604-5-10 (0. 002 D2 R89-604-205-210 0.004 o
D2 R89-604-10-15 {0,002 D2 R8I-604-210-215 0.002
D2 R89-604-15-20 {0,002 D2 R8I-604-215-220 0.006
D2 R89-604-20-25 {0.002 D2 R89-604-220-225 {0,002
D2 RB9-604-25-30 0.002 D2 R89-604-225-230 {0.002
D2 RBI-604-30-35 0.002 D2 R89-604-230-235 {0.002
D2 RA89-604-35-40 0.015 D2 R89-604-235-240 {0.002
D2 R89-604-40-45 0.002 D2 R89-604-240-245 {0,002
D2 RA9-604-45-50 (0.002 D2 R89-604-245-250 {0.002
D2 RB9-604-50-55 {0.002 D2 R89-604-250-255 {0,002
D2 R83-604-55-60 (0,002 D2 R89-604-255-260 {0.002
D2 RB9-604-60-65 0,002 D2 R89-604-260-265 {0,002
D2 RA9-604-65-70 0.002 D2 RB9-604-265-270 {0.002
D2 RB9-604-70-73 (0. 002 D2 RA9-604-270-275 {0.002
D2 R89-604-75-80 (0,002 D2 R8I-604-275-280 {0.002
D2 R89-604-80-85 {0.002 D2 RB9-604-280-285 {0.002
D2 R89-604-85-90 {0.002 D2 R83-604-285-2%0 {0.002
D2 R89-604-90-95 {0,002 D2 RB9-604-290-295 (0.002
D2 R89-604-95-100 {0.002 D2 R89-£04-295-300 {0.002
D2 R83-604-100-105 {0,002 D2 R89-604-300-305 {0.002
D2 RA9-604-105-110 {0.002 D2 R89-£04-303-310 {0.002
D2 RBI-604-110-115 {0,002 D2 R89-604-310-315 {0,002
D2 R89-604-115-120 0.002 D2 R89-604-315-320 {0,002
D2 RB9-604-120-125 0.002

D2 RA9-604-125-130 (0,002

D2 R89-604-130-135 {0,002

D2 R89-604-135-140 0.002

D2 R89-604-140-145 (0. 002

D2 RB9-604-145-150 {0,002

D2 R89-04-150~155 {0,002

D2 RA9-604-155-160 {0.002

D2 R89-604-160-165 {0,002

D2 R89-604-165-170 0.003

D2 R89-604-170-175 {0.002

D2 RB9-604-175-180 {0.002

D2 R89-604-180-185 {0,002

D2 R89-604-185-190 {0.002

D2 RBI-604-190-195 {0.002

D2 RA89-604-195-200 (0.002
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Bondar-Clegg, Inc. .
12080 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 9891404 o
e’ BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: DA9-32301.4 ( COMPLETE ) | [ REFERENCE INFO: 320-635 J
CLIENT: BROHM MINING CORP. SUBMITTED EY: J. RARRON
PROJECT: RA9-604 DATE PRINTED: 27-0CT-89
NUMBER OF LOWER
ORDER ELEMENT AMALYSES  DETECTION LIMIT EXTRACTION HETHOD
1 A Gold &7 0.002 OFT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 67 2 -150 67 fAssay Prep &7
Excessive Wetness 1544
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

MR, _JIN PARRON




Bondar-Clegg, Inc. :
Lakewood, Colorado 80228 Lab Rep()l't
(303) 989-1404
L BONDAR-CLEGG ——
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVI ﬁg‘ G l g-‘
thood\irep 21 (V) J) g
REPORT: D89-32301. 4 PR P B ProE
{
SANPLE ELEMENT  Au SAMPLE L
HUMBER UNITS  OPT NUMBER N Eg;")‘ n€ T |}
B D2 RB9-604-320-325 (0,002 D2 R89-604-5204625 (0. 002
D2 R89-604-325-330 0,002 D2 R89-604-525430 .OQ)&WWM MHORE
D2 R89-504-330-335 (0.002 D2 R89-604-530-F35
D2 R89-604-335-340 (0,002 D2 R89-604-535-54 0.002
D2 RB9-604-340-345 0,002 D2 RB9-604-540-545 0.003
12 R89-604-345-350 0,002 D2 R89-604-545-550 0.007
D2 RB9-604-350-355 0.004 D2 R89-604-550-555 (0. 002
D2 R89-604-355-360 0,002 D2 R89-604-555-560 (0,002
DR RBI-604-360-365 (0,002 D2 R89-604-560-565 (0. 002
D2 RB9-604-365-370 (0002 DR RB9-604-565-570 (0,002
D2 RBI-604-370-375 (0,002 D2 RB9-604-570-575 (0. 002
12 R89-604-375-380 (0.002 D2 RB9-604-575-560 (0,002
D2 RB9-504-380-365 0.008 D2 RB9-604-580-565 0.003
D2 RB9-604-385-390 0.005 D2 RB9-604-585-590 (0,002
D2 RB9-504-390-395 0.002 D2 R83-604-590-595 (0. 002
D2 RB9-604-395-400 0.002 D2 R89-604-535-600 0.002
D2 RB9-504-400-405 0.002 D2 RB9-604-600-505 (0.002
D2 R89-604-405-410 (0.002 D2 R89-604-605-610 0.003
D2 RB9-604-410-415 (0,002 D2 R89-604-610-615 0. 002
02 R89-604-415-420 (0.002 D2 R89-604-615-620 (0,002
D2 RB9-604-420-425 0.002 D2 RB9-604-620-625 (0. 002
D2 R89-604-425-430 (0,002 D2 R89-604-625-630 (0,002
D2 RBI-604-430-435 (0,002 D2 R89-604-630-635 0. 002
D2 R89-604-435-440 (0.002 D2 R89-604-635-640 0.002
D2 RB9-504-440-445 (0,002 D2 R89-604-640-645 0.002
D2 R89-604-445-450 0.002 D2 RA9-604-645-650 (0,002
D2 RB9-604-450-455 0.003 D2 RBI-604-E50-655 0.005
D2 R89-604-455-460 0.002
D2 RBI-604-460-465 (0,002
D2 RAI-604-465-470 0,002
D2 RB9-604-470-475 (0,002
02 R83-604-475-480 (0.002
D2 RBI-604-480-485 (0,002
D2 R89-604-485-430 (0,002
D2 R89-504-430-495 (0,002
D2 RB9-604-435-500 (0. 002
D2 R89-604-500-505 (0.002
D2 RB9-604-505-510 0,002
D2 R89-604-510-515 (0.002
D2 R89-604-515-520 (0,002







"TITLE 27-10~89 15:04:33 D89~32300.4 J.
“CLIENT BROMM MINING CORP.
"PROJECT R89-604 #SAMPLES:
"SPECIAL VALUES"Y

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are
" VYalues below the lower limit are

"DETERMINATIONS"

shown as
shown as

BARRON

64 REFERENCE:

+uplim
~lolmt

13/10/89"

0-320 !

til
(ie not detected)”

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" 21 Au FA oPT
"SAMPLE PREPS"
" 40 SAMPLE TYPE=D DRILL CORE

" 41 P1l7= 64 Assay Prep

" 42 P64=1220 Excessive Wetness
" 43 P23= 1 Sample Pickup
"REMARKS"

" 50 Fin results are reported.

o &k % % 1l B .

"FORMAT (A8,1X,A1,A1,1X,A20,2(1X,A87,A2))"
"BEGIN " "Type'" "Frac" "Sample ID"
“23000002" D" "2" "R89-604-0-5 "
"23000003" "p©v "2" "R89-~604~5-10 !
"23000004" D" "2" "R8Y-604-~10-15 "
"23p0e005" "D" "2" "R89-604-15-20 "
"230000066" “D" "2'" "RB89-604-20-25 "
"23000007" "D" "2" "RB9-604-25-30 "
"23000008" "D" "2" "RB89-604-30-35 "
"23000009" "pD" "2" "R89-604-35-40 "
"23000010" "D" "2" '"RB89-604~-40-45 "
"23000011" "D" "2" "RB9-~604~45-50 "
"“23¢00012" "D" "2" “R89-~684~50-55 "
"23000013" "pv M2 "RBY-604-55-60 "
"23000014" "D" "2" "R89-604-60-65 "
"23600015" "pD" "2" "RB89-604-65-70 !
"23000016" "p" "2" "RBY-604-70-75 "
"23000017" D" "2'" "“"R89-~604-~75-~80 !
"23000018" "p" "2" "RB89Y9-604-80~-85 "
"23060619" "D" "2'" "R89-604-85-90 “
"23000020" "D "2" "R89-604-90-95 "
23000021 "D" "2" "RB9-604-95-100 "
“23000022" "D" "2" "R89-604~100~-105 "
"23000023" "D "2" "RB89-604-105-119 "
"23000024" D" "2'" "R8S-604-110-115 "
23000025 "D "2" "R8S~-684~115-120 "
"23000027" "“p» "2" "RBY9-604-120-125 "
"230000H28" "pv "2" "RBS~-604-125-130 "
"230060029" "D" "2" '"R89-604~130~-135 "
"23000030" "D" "2" "R89-604-135-140 "
"23@000031" "D" "2" "R89-604~140-145 "
"23000032" "D 2" '"R89~-604~-145-1580 "
"23000033" "D" "2" "R89-604-~158-155 "
"23000034" "Dv "2" "RB9-604~155-168 "
"23000035" "pD" "2" "RB89-604-160-165 "
"23000036" "D" "2" "RBS-E04~165-170 "
"23000037" "p» "2" "RB9-604-170-175 "
"23000038" "D" "2" "R89-604-175-180 "
"23000039" "p" "2" "R89-604-180-185 "
"23000040" "DV "2" "RB8S-604-185-190 "
"230000642" "D" "2" "RB8O9-604-190~195 B
23000042 "D "2" "RB89~-604-195~200 "

i Aull
-0.002
-9.002
-0.002
-0.002
-0.002
0.002
0.002
0.215
-0.002
-0.002
-0.002
-0.002
-0.002
0.002
-0.002
~-0.002
-0.002
-0.002
~0.002
-0.002
-0.002
-0.002
-0.002
0.002
0.002
-0.002
-0.002
0.002
-0.002
~0.002
-0.002
-0.002
-0.002
0.003
~0.002
-0.002
-0.002
~0.002
~0.002
~0.002

64 0.062 99.999 Results Reported "



Teduvguqst
"23000044"
“23000045"
"23000048"
"23g00047"
"23000048"
"23000049"
"23000050"
"23008052"
"23000053"
"23000054"
"23000055"
"23000056"
"23000057"
"23000058"
"23000059"
"23000060"
"23000061"
"23000062"
"23000083"
"23000064"
"23000065"
"23000066"
"23000067"
IIENDII

HDII

IIDII
IIDII
IIDII
HDII
IIDII
IIDH
IIDII
HDH
HDH
IIDII
IIDII
I|Dll
IIDII
IIDII
IIDII
IIDII
IIDH
HDIl
IIDIl
IIDII
IIDH
IIDII
HD)I

II2II

II2II
II2|I
|l2l|
ll2||
II2’I
II2||
II2II
II2II
II2Il
l|2|l
I|2l|
I|2II
I|2II
II2|I
”2“
II2|I
IIZII
II2|I
II2|I
II2II
I|2II
||2II
II2|l

"R89-604-200~205
"RB9~-604~-205~210
"R89~-604~210~215
"RBS—-604-216~220
"RBY9~604-220~225
"RB9-604-225-230
"R89~604~230~2356
"R83-604-236~240
"RB9~604~-240-245
"R89~604~245~-250
"RB9~-604~250-255
"R83-604~-2565~260

"R89~-604~-260~-265

"RBI9~-604~265~270
"RBO~-604~270~275
"RBO9-604-275~-280
"R89~-604~-280~-285
"RBO9~-604~-285-290
"RBO9~684~-290~295
"R89~604~295~300
"RB9-604~300-306
"RB9~-604~305~310
"R89-604~310~315
"RB9~-604-315-320

-0.002
B9.004
@.002
0.006
-0.002
-0.002
-9.002
-0.002
-0.002
~-0.002
~-0.002
~-0.002
-0.002
-0.002
-0.002
-0.002
-0.002
~0.002
-@.002
-0.002
~0.002
~-0.002
-0.002
-0.002



"TITLE 27~10~89 15:96:902 D89~-32301.4
"CLIENT BROHM MINING CORP.
"PROJECT R89—-604 #SAMPLES
"SPECIAL VALUES"
" IS Insufficient Sample"

-9 No Value Recorded"
Values above the upper limit are shown as
Values below the lower limit are shown as
"DETERMINATIONS"

J.

21 Au Fa
"SAMPLE PREPS"
" 40 SAMPLE TYPE=D

oPT

DRILL CORE

" 41 P17= 67 Assay Prep

" 42 P64=1544 Excessive Wetness
" 43 P23= 1 Sample Pickup
"REMARKS"

50 Final results are reported.
,—ﬁ_i

1% Y% e % 1)

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))"

"BEGIN " "Type" "Frac" "Sample ID"

"23019e@01" "D" "2" "RB89-604-~320-325 "
"23010003" "p" "2" "RBY9-E604-325~-330 "
"23010004" "D" v2" "R89-604-330-335 "
"23010665" "D'" "2" "R89~-604-335-340 B
“2301@006" "D" "2" "R89~-604-340~-345 "
"2301¢007" "pD" "2" "RBO-604-345-350 "
“23¢1e008" "D" "2" "RB9-604~350~355 "
"239100609" "D "2" "RB9~E6Q04-~355-360 "
"23@¢10010" "D" "2" "RB89-604~360-365 "
23919611 D' "2" "RBY-604-365-370 .
"2391@6912" D" “2" "“"R89-604~-370~375 "
"23019913" “p" "2" "R89-604-375-380 "
"23¢18624" “D" "2" "RB9~-604-38B0-385 "
"23910015" "p" "2" "RB9~-604-385~-390 "
"“23910016" “"D" "2" "RB9-604-~390~-395 "
"2301e@e017" D" v2" "R89-604-395-400 "
"23019918" "D" v2" "RB8O-604~400-405 "
"23010018" "D'" "2" "R89-604-405-410 "
"2301@020" "D "2" "RB8O9-604-410-415 "
"2360ie@@21" "D "2" "R89-604-415-420 "
"23010022" D" "2V "RB9-604-420-425 "
"t23010@23" "p" "2" "R89-604-425~-430 "
"23010024" "D" "2" "R89-604-430-435 "
"23010025" "D "2" "RB9-604-435-440 "
"23018026" "D" "2" "RB9-604-~440-445 "
"23910028" "D'" "2" "R89-604-445-450 "
"239100629" "D'" "2" "RB89~-604-450~-455 "
"23¢10e30" "D "2" "RB8S~-604-455-460 "
"23@100321" D" "2" "RBY9~-604-460-465 "
"2301@032" "p" "2" "RBO-6E04-465~-470 .
"230190033" "D v2" "R8Y-604-470~-475 "
"23010034" "D" "2" "R89-~-604~475~480 "
"23010035" "D'" "2" "R89~-604-~480-485 "
"23010936" "0O" "2" "R89-E04-485-490 "
"23¢10037" "D" "2" "RB89-604-490-495 "
"23010038" "D' Y2" "R89-604-495~500 "
"23010639" "p" “2" "R89-604-500~-505 "
"230l1e040" "D "2" "R89-604~-505~510 "
"23@1e041" vp" V2" "R8S-604-510-515 "
"23010042" "D "2" "R89-604-515-520 "

67 REFERENCE:

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT
67 ©.002 99.998

BARRON i16/10/89"
320~655 "
+uplimt"
-~lolmt (ie not detected)"

COMMENTS"
Results Reported

Aull
-0.062
~0.002
-9.002
-0.002
~-0.002
-0.002

®.004
~0.082
-9.002
~@.902
-0.002
~-0.082

®.008

@.005

2.002
-0.002

0.002
~-0.002
-9.002
~9.002

2.002
-0.002
-0.002
~0.002
-0.862

2.002

2.003
-0.002
-0.002
-0.002
-0.002
-0.002
-0.202
~0.002
~-9.002
-0.002
-0.002
-9.002
-0.002
-0.002



"dsewloe4qs”
"23010044"
"23010045"
"23010046"
"23010047"
"23010048"
"23010049"
"23010050"
"23010051"
"23010053"
"23010054"
"230100658"
"230100656"
"23010057"
"23010058"
"23010059"
"23010060"
"23010061"
"23010062"
"23010063"
"23010064"
"23010065"
"23010066"
"23010067"
"23010068"
"23010069"
"23010070"
IIEND“

DII

IIDH
I|DII
|ID’I
IIDH
HDII
HDII
I|DII
IIDII
|ID||
llDIl
llDll
llDII
I|DI|
IIDH
IIOH
IIDH
IIDII
IIDII
I|DH
I|Dll
HD“
IlDII
IlDII
llDII
IIDII
IIDII

2“

ll2l|
H2II
||2II
l|2|l
II2H
||2|I
I|2II
|I2II
I|2||
||2H
II2II
I|2H
II2II
II2||
II2II
II2H
I|2Il
l|2Il
II2II
II2II
II2II
I12H
|I2|I
I|2|I
Il2||
II2I|

"R89-604-~-520-525
"RB9-604-~-525~630
"R8S~604~530~-535
"R89~-604~-535~-540
"RBO9-604~540-545
"R89-604~-545~550
"R89~-604~-550-555
"R89-604~-555~-560
"RB9-604~-560-565
"RB9~-604~-565~570
"RB9-604-570~-575
"R89-604~-575~-580
"R89~-604-580-585
"R89~-604~-585~-590
"RE8S-604~-590-595
"R89~604-595-600
"R89-604-600-605
"R89-604-605-610
"R8S~604-610-615
"R89-604~-615~620
"R89~-604~620~-625
"R8S~-604~-625~630
"RB9~-604~-630-635
"RES~-604-635-640
"R89-604~-640-645
"R83-604~645-650
"R§9-604~650-655

-0.002
®.011
0.008
0.002
0.003
@.007

-0.002

-0.902

~-0.002

~-0.002

-0.002

-9.002
®.003

-@.002

-0.002
@.002

-9.0082
@.003

-90.002

-9.002

~-@.002

~-0.002

-0.002
.002
@.002

-0.002
2.005



BONDAR-CLEGG

130 Pemberton Ave.

North Vancouver, B.C.

V7P 2R5

or

P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or  (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
D wood, S.D. 57732
(605) 578-1903

Assay (% ore grade) J:?

LAB. REPORT NO. ==

-
t,(/ - 4l 7)) 2 /
=t ) SO {

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

c/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

Geochemical (ppm, trace level) []

Comments

Type of Samples

No. of
Samples

Sample Numbers
(Series)

Elements to be Analyzed

Remarks

/ /¥
= il |
L (-

%7

o

e
\
N~
N

, '/<_“’

\
\
Total No. Samples Date Shipped '/, g:)elrei'? %
No. Parcels in Shipment Date Rec’d at Bondar-Clegg /
PLEASE CHECK .- BELOW
REJECTS PULPS &,
COARSE OVERSIZE : ;
( ) Free storage until year end and then discarded unless
Free storage for 60 days and then discarded unless marked. bejow. e
marked below. s :
Return immediately O Return collect immediately a
Return collect after 60 days ) Return collect at year end z
Store to January at a cost of $10/box
Results and Invoices To Be Sent To
(You will then be contacted) (@pprox. 1 cu. ft) =
j / 4 [J Results
/ A / A /
4 ! / O Invoi
Samples submitted by 4 ] £ 4 o B:\?/ﬁznt)
/ o 2o M | \
b N
Shipment number L Results
O Invoice
(copy)
Client project number
[J Results
O Invoice
(copy)

Purchase order number

Printed in Canada

White - Send with Samples

Yellow - Client Copy



BC

.

-.;m " =~ ~2 ._,\ 4
SUBMITTAL FORM  was.RePORTNOL "
= ) ,(/
130 Pemberton Ave. 1A-625 Spice Island Dr. 243 Catlin St. clo Lerch Brothers 6631 Wes Way
North Vancouver, B.C. Sparks, Nevada 89431 Missoula, Montana 59801 4th Ave. W. at Grant St. Anchorage, Ak. 99518
V7P 2R5 (702) 359-9330 (406) 721-4452 Hibbing, Minn. 55746 (907) 561-0909
or (218) 262-5003
P.O. Box 8059
Blaine, WA. 98230 12980 West Cedar Dr. 37 Sherman St. 136 Industrial Road
Lakewood, Colorado 80228  Deadwood, S.D. 57732 Whitehorse, Yukon Territory
Phone (604) 985-0681 (303) 989-1404 (605) 578-1903 Y1A 2V1
or (702) 331-1813 (403) 667-6523
Fax (604) 985-1071
Telex 04-352667
Please analyze by Assay (% ore grade) (- Geochemical (ppm, trace level) (]
Comments
Type of Samples i Sr:%p?(fas Sam%%r!\ilégbers Elements to be Analyzed Remarks
C o ' J/
!/v‘ g 4 P
e :
&7;
id O
Total No. Samples Date Shipped CP)roeIFeacltd E

No. Parcels in Shipment

Date Rec’d at Bondar-Clegg ) 4

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless

marked below.

Return collect after 60 days

PLEASE CHECK . BELOW
PULPS

Free storage until year end and then discarded unless
marked below.

Return immediately 0 Return collect immediately E

Return collect at year end O

0

Store to January at a cost of $10/box

(You will then be contacted)

Samples submitted by

(approx. 1 cu. ft.) 0 Results and Invoices To Be Sent To

[0 Results
0 Invoice

Shipment number

N (for payment)

[0 Results

Client project number

[J Invoice
(copy)

Purchase order number

[0 Results

[J Invoice
(copy)

Printed in Canada White - Send with Samples Yellow - Client Copy




S %

Contracilor

L ANG

Coordinates Y408, 20 25860, 92 E Project
oritt Typs _ 290K m{/o AuY_ AT Casing Depth

é‘%pﬁ) A o)

4

- Hole No_Tﬁzq_ éﬁ( /fl'/C£,9>
State ! S_’D 8heo|_—_1-_.o|_£_
Hole Size Boaring_ _—____iInclination__—_ Qo° Date Started /0/?/89 Property /9//7Z éC—\Zq 6//(/1,41'/\/ J/‘EA
CoMar Elev.__ 52 QQ'Q Final Depth — 00 ’ Date Completed /O/Q /gq Hole Surveyed 20
. GRAPHIC LOGS | " irow | GEOQLOGIC NOTES
% 3 JLTERATION: 3o o & 5 ‘ % a AR DESCRIPTION MINERALIZATION
:!; = ‘ § 33 3 - E % -5 E ROCK TYPE MINERALOGY, ALTARATION, TE1TURES, Xmm‘m - et AS3AY
' e .: g g - j . GAAW 8120, FAAGMENT B12€ , :::.::;.a‘:::::‘ Ao
Oxide 1705103 770 O—fo. T +o _sged. apsinved, O ", QS@X/H{ — =
\ \ 1/ LUSE Aroiing i/ AN cofored | (wo  uisible sullidec] \
IS |l ‘ \‘ I | nArng S, 7 s ~ << 2\
| 1 - | [l|20-25]
LD AARRRARA R | | S
JARELRRAARANRRRRARAALRRALAIIN \ 1 | >
- | 3
FEEEEETERLVIAREEARRANR L W 122 1 ~
NN I | I | , _ | \
| W -4 In | Le |\ SS—995 [ Seh/sT ‘ | § \l\
HI[ | I IN \‘ \\ [[ Tk | /%ﬁ'f_/msj3 Afund. clAv —oatine | g
T T 70=7+1 A % - : 2
I e e T | 5
JRAREALARAARRRNAAR RO AR LU l I | o e
IR AR AL | L | - S
AR RARER R AR \ | 1 o
JARLEARRRARRARRRL AR AN0 LI || 195~100] { o
LRI AL \ L
e A 1 OS5 =1/0 U< Fr ourie
WL Oxide | 1 0-2301 (Ixide 7~
TR AR AN T W | '
TR 1 1 1 Yonfest
R L L
JAARILRLAAALARRAARRIANRAER AT \ B ! I
AT ARARARARAATARY ] 1§ 1 |
JULRCARARARARARARIAAR \ ! l _ | . |
AR RARRARALRAR AR L || {4515 ([F5 =165 ) onerall smaller ch/ox |
U I \ (-7 10\ L hArs Normal)= <)l esrs L
AT D \ ooz
Wi R
ninT Lt
P L1 zomtas)




: \y\l/l;‘r' Contractor Coordinates Project . Hole No. ?,Y?/é g
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Drilt Type

Hole Size

Coordinates

Casing Depth

Project
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- Hole No. /?X 7-bos”
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Bearing Inclination Date Started Property
Collar Elev. Final Dopth Date Completed Hole Burveyed
- GRAPHIC LOGS “ocaron | GEOLOGIC NOTES
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Bondar-Clegg, Inc. ical
12980 West Cedar Dr. GeOChe
Lakewood, Colorado 80228 Lab Report

(303) 989-1404
O R BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
REPORT: D89-31999.4 ( COMPLETE ) | REFERENCE INFO: 0-10%

CLIENT: BROHM MINING CORP. SUBNITTED BY: J. BARRON
PROJECT: R89-603 DATE PRINTED: 19-0CT-89
NUMBER OF LOWER

ORDER ELEMENT AMALYSES  DETECTION LIMIT EXTRACTION HETHOD
1 Au Gold 21 0.002 OPT Fire fssay
2 fu Gold i 0.002 OPT Fire Assay
3 A Gold 1 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS HUMBER SAMPLE PREPARATIONS MUMBER
B—DRHA—CORE— 53 150 £t fissay Prep 2t
Sample Pickup 1
REMARKS: Final results are reported.
Threeseparate fiw Tesuitsare Teportedfor ome—
sample {erratic results noted).
REPORT COPIES TO: WR. JIM BARRONM IMVDICE TO: MR. JIM BARROM

MR. JIM BARRON




Bondar-Clegg, Inc. :
by o Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404
PRI BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED; 19-0CT-89

REPORT: D89-31999.4 [ PROJECT: R89-605 PAGE 1

SANPLE ELEMENT  Pu Au Au

NUNBER UNITS  OPT  OPT  OPT )

D2 R89-605-0-5 {0.002

D2 R8I-605-5-10 (0. 002

D2 R89-605-10-15 {0,002

D2 R89-605-15-20 (0.002

D2 R89-605-20-25 (0.002

D2 R89-605-25-30 {0.002

D2 R89-605-30-35 0.004

D2 R89-605-35-40 (0.002

D2 RBY-605-40-45 0,007

D2 R89-605-45-50 {0.002

D2 R89-605-50-55 (0,002

D2 RA3-605-55-60 (0.002

D2 R89-605-60-65 (0,002

D2 R89-605-65-70 (0.002

D2 R89-605-70-75 (0.002

D2 R89-605-75-80 {0.002

D2 R89-605-80-85 (0,002

D2 R&9-605-85-90 0.005

D2 R89-£05-90-95 0.002

D2 R83-605-95-100 0.081 0,002 0.010 %= 53

D2 RB9-605-100-105 0.002
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood;'Cularado 80228
(303) 989-1404

Geochemical
Lab Report

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32302.4 ( COMPLETE )

| | REFERENCE INFO: 105-505

CLIENT: BROHM MINING CORP.

SUBMITTED BY: J. BARRON

PROJECT: RA9-605 DATE PRINTED: 17-NOV-89
NUMBER OF LOMER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 fu Gold ” 0.002 OPT Fire Rssay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE k) 2 -150 k) fAssay Prep ki
Excessive Wetness 1197
Sample Pickup 1

REMARKS: Final results are reported.
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BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
-NOV-89
REPORT: D89-32302. 4 | PROJECT: R89-605 PAGE 1
SANPLE ELEMENT  Au SANPLE ELEMENT  fu
NUMBER UNITS  OPT NUMBER UNITS  OPT
D2 R89-605-105-110 0.005 D2 RA9-605-310-315 (0. 002
D2 R89-605-110-115 0.002 D2 R89-605-315-320 0.004
D2 R89-605-115-120 (0. 002 D2 RB9-605-320-325 0.014
D2 R89-605-120-125 0.007 D2 R89-605-325-330 0.002
D2 RB9-605-125-130 0.002 D2 R89-605-330-335 (0,002
D2 R89-605-130-135 0.006 D2 RA9-605-335-340 0.004
12 R89-605-135-140 0.005 D2 RB9-605-340-345 (0.002
D2 R89-605-140-145 (0,002 D2 RB9-605-345-350 0.006
D2 R89-605-145-150 0.002 D2 RB9-605-350-355 0.006
D2 R89-605-150-155 {0,002 D2 RB9-605-355-360 0.005
D2 RB9-605-155-160 (0,002 D2 R89-605-360-365 0.003 -
D2 R89-605-160-165 (0.002 D2 R89-605-365-370 0.002
D2 R89-605-165-170 (0,002 D2 RB9-605-370-375 0,002
12 R89-605-170-175 0,002 D2 R89-605-375-380 (0,002
D2 RB9-605-175-180 (0.002 D2 RB9-605-380-385 (0,002
D2 R89-605-180-185 0.003 D2 R89-605-385-390 0.002
D2 R89-605-185-190 (0,002 D2 RB9-505-390-395 (0. 002
12 R89-605-190-195 0.002 D2 RB9-605-395-400 0.026
D2 R89-605-195-200 0.003 D2 RB9-605-400-405 0.012
D2 R89-605-200-205 (0,002 D2 R8I-605-405-410 0.009 ]
D2 R89-605-205-210 0.006 D2 RB9-605-410-415 0.007
D2 RB9-605-210-215 (0,002 D2 R89-605-415-420 0.003
D2 RB9-605-220-225 (0. 002 D2 R89-605-420-425 0.005
D2 RB9-605-225-230 (0,002 D2 R89-605-425-430 0.017
D2 R89-605-230-235 (0.002 D2 R89-605-430-435 0.008 B
D2 R89-605-235-240 (0,002 D2 RB9-605-435-440 0.008
D2 R89-605-240-245 (0,002 D2 RB9-605-440-445 0.003
D2 R89-605-245-250 (0,002 D2 R89-605-445-450 0.003
D2 R89-605-250-255 0.002 D2 RB9-605-450-455 0.005
D2 R89-605-255-260 0.004 D2 RB9-605-455-460 {0,002
D2 R89-605-260-265 (0.002 D2 R89I-605-460-465 (0. 002
D2 R89-605-265-270 (0,002 D2 R89-605-465-470 0.003
D2 R89-605-270-275 0.002 D2 RB9-605-470-475 0.006
D2 R89-605-275-280 0.018 D2 R89-605-475-480 (0,002
D2 R89-605-280-285 (0,002 D2 R89-605-480-485 0.006
D2 RB9-605-285-290 0.004 D2 R89I-605-485-490 0.004 o
D2 RB9-505-290-295 (0,002 D2 RB9-605-490-495 (0. 002
D2 R89-605-295-300 0.002 D2 RB9-605-495-500 0.007
D2 RB9-605-300-305 0.004 D2 RB9-605-500-505 (0. 002

D2 R83-605-305-310 (0.002
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